Table S1. Physico-chemical characterization of the AgNPs before any incubations.
	
	Coating
	Average Size (nm)
	zeta-potential (mV)
	shape

	PVP-AgNPs
	PVP
	21.0±17.0 
	-22.5±1.4
	spherical

	GA-AgNPs
	GA
	6.0±1.7
	-49.5±1.5 
	spherical


