Table S8. Adsorption parameters of OTC fitted to Langmuir model.
	
	pH
	Adsorption constant

 KL (L/mg)
	Adsorption capactiy

 Qm (mg/Kg)
	R2

	β-CDP
	6.41
	-a
	-
	-

	
	6.60
	-
	-
	-

	
	7.73
	0.03±0.03
	(1.29±0.71) × 103
	0.94

	
	8.34
	-
	-
	-

	
	9.61
	0.00±0.01
	(1.71±5.04) × 103
	0.93

	RMCDP
	4.88
	0.06±0.06
	(4.25±3.44) × 103
	0.96

	
	5.50
	0.06±0.03
	(5.29±2.18) × 103
	0.99

	
	6.75
	0.23±0.09
	(1.61±0.36) × 103
	0.96

	
	8.10
	0.05±0.06
	(2.49±2.29) × 103
	0.92

	
	8.90
	0.01±0.01
	(1.90±1.27) × 103
	0.99

	HPCDP
	4.65
	0.09±0.02
	(1.11±0.14) × 103
	0.99

	
	5.35
	0.15±0.07
	(4.01±1.36) × 103
	0.99

	
	6.79
	0.08±0.09
	(8.45±8.71) × 103
	0.97

	
	8.09
	0.47±0.15
	(0.92±0.09) × 103
	0.95

	
	9.72
	0.04±0.02
	(0.30±0.11) × 103
	0.96

	γ-CDP
	4.96
	0.04±0.02
	(2.16±0.68) × 103
	0.99

	
	6.00
	-
	-
	-

	
	8.98
	0.01±0.02
	(3.12±3.90) × 103
	0.96

	
	9.30
	0.01±0.01
	(3.29±3.40) × 103
	0.98

	
	10.11
	-
	-
	-

	β-HP-CDP
	5.76
	-
	-
	-

	
	6.57
	0.25±0.08
	(3.76±0.98) × 103
	0.99

	
	6.88
	0.27±0.08
	(1.94±0.34) × 103
	0.98

	
	8.13
	0.16±0.10
	(1.48±0.52) × 103
	0.94

	
	9.51
	0.01±0.01
	(0.83±0.76) × 103
	0.97

	β-γ-CDP
	5.06
	0.03±0.03
	(2.81±1.95) × 103
	0.95

	
	6.40
	-
	-
	-

	
	7.57
	0.08±0.03
	(2.41±0.61) × 103
	0.99

	
	8.63
	0.01±0.02
	(8.35±13.09) × 103
	0.98

	
	9.81
	0.01±0.00
	(0.84±0.29) × 103
	0.99

	γ-HP-CDP
	5.80
	0.14±0.12
	(7.79±5.95) × 103
	0.97

	
	6.46
	0.12±0.03
	(6.61±1.37) × 103
	1.00

	
	7.24
	0.40±0.18
	(3.03±0.99) × 103
	0.97

	
	9.30
	0.24±0.10
	(0.35±0.05) × 103
	0.90

	
	10.07
	0.02±0.02
	(0.50±0.55) × 103
	0.86


a no applicable to the model 

